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APEX PE
APEX PE SHRINK
SHRINK FILM W/
FILM CON- BIOS-
Inoculum Negative Positive TROL PHERE
Cumulative Gas
Volume (mL) 5005.2 4511.6 13391.4 4271.0 35485.3
Percent CH4 (%) 51.3 50.8 43.8 50.4 54.7
Volume CHa (mL) 2567.7 2290.0 5863.9 21511 19398.5
Mass CHa (g) 1.83 1.64 419 1.54 13.86
Percent CO2 (%) 36.5 36.5 411 35.5 35.1
Volume CO2 (mL) 1824.5 1647.8 5508.3 1515.9 12438.3
Mass COz (g) 3.58 3.24 10.82 2.98 24.43
Sample Mass (g) 10 10 10 20.0 20.0
Theoretical
Sample Mass (g) 0.0 8.6 4.2 17.1 17.1
Biodegraded
Mass (g) 2.35 2.11 6.09 1.96 17.06
Percent Biode-
graded (%) -2.8 88.6 -2.3 85.8
Biodegradation
a———
450 900 1,350 1,800
Time (days)
— NEG — POS

APEX PE SHRINK FILM CONTROL

— APEX PE SHRINK FILM W/BIOSPHERE
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